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This report is governed by, and incorporates by reference, the Conditions of Testing as posted at the date of issuance of this report 
at http://www.bureauveritas.com/home/about-us/our-business/cps/about-us/terms-conditions/ and is intended for your exclusive use. 
Any copying or replication of this report to or for any other person or entity, or use of our name or trademark, is permitted only with 
our prior written permission. This report sets forth our findings solely with respect to the test samples identified herein. The results 
set forth in this report are not indicative or representative of the quality or characteristics of the lot from which a test sample was 
taken or any similar or identical product unless specifically and expressly noted. Our report includes all of the tests requested by you 
and the results thereof based upon the information that you provided to us.  Measurement uncertainty is only provided upon request 
for accredited tests. Statements of conformity are based on simple acceptance criteria without taking measurement uncertainty into 
account, unless otherwise requested in writing. You have 60 days from date of issuance of this report to notify us of any material 
error or omission caused by our negligence or if you require measurement uncertainty; provided, however, that such notice shall be 
in writing and shall specifically address the issue you wish to raise. A failure to raise such issue within the prescribed time shall 
constitute your unqualified acceptance of the completeness of this report, the tests conducted and the correctness of the report 
contents.
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PASS
SUBMITTER Fufu & Gaga Trade Co Ltd

6753 E 47th Avenue Dr, Denver, Colorado, 80216-3461, United States

  

WAYFAIR SKU KF200318-01

SUPPLIER 
PART ID KF200318-01

PRODUCT 
DESCRIPTION WOODEN SHELF

EXECUTIVE 
SUMMARY The submitted sample(s) MEET all the tested requirement(s). 

REMARKS
The submitted sample(s) did not contain any surface coating, thus, lead in surface coating test is not applicable 

to be conducted.

GENERAL 
INFORMATION

Dean Xu/ Cici Huang

(+86)755-86185268 / 86135570

E-mail:

Dean.xu@bureauveritas.com 

Cici.huang@bureauveritas.com

SIGNATURES BUREAU VERITAS SHENZHEN CO., LTD

Sure Fu
SENIOR TECHNICAL MANAGER
HARDLINES DIVISION
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VENDOR NAME FUFU & GAGA TRADE CO., LTD

AGENT NAME /

FACTORY NAME FUZHOU DECHENG HOUSEHOLD MANUFACTURING CO., LTD.

SUPPLIER ID NUMBER /

RELATED PROJECT 
NAME /

PHASE Testing

TEST TYPE Pre-Shipment (Production)

REASON FOR TESTING Wayfair SH/US Request

MANUFACTURER PART 
ID KF200318-01

UPC CODE /

PURCHASE ORDER 
NUMBER /

COUNTRY OF 
DESTINATION UNITED STATES

COLOR(S) SUBMITTED WHITE

LOT NUMBER /

LABELLED AGE GRADE NOT PRESENT

APPROPRIATE AGE 
GRADE N/A (Adult)

CLIENT SPECIFIED AGE 
GRADE /

TESTED AGE GRADE Adult

SUPPLIER REFERENCE 
NUMBER /

COUNTRY OF ORIGIN CHINA

SUBMITTED FIBER 
CONTENT /

ACTUAL FIBER 
CONTENT /

SUGGESTED FIBER 
CONTENT /

SUBMITTED CARE 
INSTRUCTION(S)

 /

CLIENT EXPECTED 
CARE INSTRUCTION

 /

SUGGESTED CARE 
INSTRUCTION(S)

 /
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PROTOCOL NUMBER

WAYF-HL-PTCL-03042-GBL-CABINETS-V16, CPSD-AN-PTCL-06572-USA-CALIFORNIA 
PROPOSITION 65-V147, WAYF-GB-PTCL-08444-USA-CPSIA REQUIREMENTS SUPPLEMENT-
V3, WAYF-AN-PTCL-09062.02-GBL-1 STAR ONLY-TPCH SUPPLEMENTAL-V1, WAYF-HL-PTCL-
09067-GBL-PACKAGING AND LABELING REQUIREMENTS-V2

PROTOCOL STAR LEVEL /

FAIL RETEST NO

PREVIOUS REPORT 
NUMBER /

RETEST SAMPLE 
NUMBER /

REPORT EXPIRATION 
DATE

/
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TEST RESULTS FOR WOODEN SHELF

TESTED PROPERTY REQUIREMENTS RESULTS RATING
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US Packaging labeling (16 CFR 500 / UPLR Handbook 130)

WAYF-HL-09067-GBL 
Packaging shall be labelled with the following, 
Product Identification 
Net quantity of contents shall be expressed in terms of weight 
or mass, measure, numerical count, or combination so as to 
give accurate information to facilitate consumer comparison 
(U.S. and metric units) 
Manufacturer, packer, or distributor’s name & address (City, 
State & Zip Code) 

Meet PASS

I
CA Prop 65 Warning-Short (Title 27 CA Code of Regulations Article 6)

CPSD-AN-06572-USA 
If Prop 65 warning[Short form] is allowed & present, it must 
be clear, visible & with proper info., symbol, lang. & type size 
on product &(or) packaging at point of sale. 

N/A /

I
CA Prop 65 warning-long (Title 27 CA Code of Regulations Article 6)

CPSD-AN-06572-USA 
If Prop 65 warning [Long form] is allowed & present, it must 
be clear, visible & with proper info., symbol, lang. & type size 
on product &(or) packaging at point of sale. 

N/A /

I
CA Prop 65 warning-furniture (Title 27 CA Code of Regulations Article 6)

CPSD-AN-06572-USA 
If Prop 65 warning is allowed & present, it must be displayed 
together with proper info., symbol, language & type size on 
furniture. No warning in short form is allowed. 

N/A /

Plastic bag warning statement (US State Laws)

WAYF-HL-09067-GBL 
Plastic bags with a thickness of less than 1 mil, in which a diameter is 5 inches or 
greater (when formed into a circle) used as packaging or packaging article for 
domestic/household use (e.g. laundry bag, garbage bag) shall contain warning 
statement similar to below in English: 

WARNING: To avoid danger of suffocation, keep this bag away from babies and 
children. Do not use in cribs, beds, carriages or playpens. This bag is not a toy. 

The warnings shall be printed clearly as to prevent the ink from smearing or upon 
a gummed label securely attached to the bag. It shall be contrasted by 
typography, layout or color from the contents of the bag and from other printed 
matter on the bag, if any. 

If the total length and width of the bag is more than 40 inches, the warning shall 
be repeated at intervals of 20-inches or less. 

Except laundry bag, the font size of the warning must adhere to the chart listed 
below: 

Total Length and Width of Bag Size of Print

N/A /
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60 inches or more At least 24 points

40 inches to less than 60 inches At least 18 points

25 inches to less than 40 inches At least 14 points

Less than 25 inches At least 10 points

For laundry bag, the font size of the warning should be at least 36 points.  

Total lead in surface coating (16 CFR 1303 / Consumer Product Safety Improvement Act of 2008)

WAYF-GB-08444-USA, WAYF-HL-03042-GBL 
Accessible surface coating(s) in the assembled state on adult 
furniture[Excl. factory applied coating on metal] & household 
paint(s) shall not exceed 90mg/kg of total Pb. 

N/A /

Heavy metal in packaging-Doc (TPCH)

Document Review Per client, test report can be submitted if dated within one 
year in proving the conformity of TPCH for packaging or 
packaging component(s).

N/A /

Country of origin marking (19 CFR 134)

WAYF-HL-09067-GBL
Shall indicate country of origin legibly, permanently, and in 
comparable size and close proximity to any mention of 
country other than country in which the article was 
manufactured or produced. Must be visible at point of 
purchase.

Meet PASS

I
EPA TSCA title VI-Composite wood-Declaration form and mill cert. (40 CFR 770)

WAYF-HL-09067-GBL 
If wood of any type is present in the sample, submitter shall 
provide a completed and signed Sample Declaration Form.

Meet PASS

I
EPA TSCA Title VI–Composite wood-Finished good labeling (40 CFR 770.45(c) & (e))

WAYF-HL-09067-GBL 
Finished goods containing regulated composite wood shall 
comply with the labeling requirements in 40 CFR 770.45(c) 
unless qualifies for the de minimis exception in 40 CFR 
770.45(e).

Meet PASS

I
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CARB–Composite wood-Declaration form and mill cert. (Title 17, CCR §93120)

WAYF-HL-09067-GBL 
If wood of any type is present in the sample, submitter shall 
provide a completed and signed Sample Declaration Form.   

Meet PASS

I
CARB–Composite wood-Finished good labeling (Title 17, CCR §93120.7(d))

WAYF-HL-09067-GBL 
Finished goods containing regulated composite wood shall 
comply with the labeling requirements for fabricators found in 
§93120.7(d).   

Meet PASS

I
Clothing storage units - Labeling (16 CFR 1261 / ASTM F2057-23)

WAYF-HL-03042-GBL 
Shall comply with labeling requirements as specified in the 
standard. 

16 CFR 1261 incorporated by reference to the ASTM F2057-
23 with no modification.

Meet
See result table

PASS

I
Heavy metals in packaging (TPCH)

WAYF-AN-09062.02-GBL-1 STAR ONLY 
Packaging and packaging component(s) shall not exceed 100 
mg/kg sum of concentration levels of lead (Pb), cadmium 
(Cd), mercury (Hg) and hexavalent chromium (Cr VI).

Meet
See result table

PASS

Key(s) :
Test Method I - Total metals analysis by X-Ray Fluorescence ( XRF ) Spectrometer
[ Detection Limit ( mg/kg ) - Pb : 25 ; Cd : 25 ; Hg : 25 ; Cr ( Cr VI ) : 25 ; Sum of Pb, Cd, Hg and Cr VI : 100 ] 
Test Method II - Acid digestion through complete decomposition and total metals analysis by Inductively Coupled Plasma-Atomic Emission Spectrometer ( 
ICP-AES ) [ Detection Limit ( mg/kg ) - Pb : 5 ; Cd : 5 ; Hg : 5 ; Cr ( Cr VI ) : 5 ; Sum of Pb, Cd, Hg and Cr VI : 5 ]

Remark(s):

- TPCH refers to Model Toxics in Packaging Legislation ( Last modified to February 2021 ).

I
Clothing storage units - Physical & Mechanical (16 CFR 1261 / ASTM F2057-23)

WAYF-HL-03042-GBL 
Shall comply with physical and mechanical requirements (e.g. 
interlock, stability, tipover restraints) as specified in the 
standards. 

16 CFR 1261 incorporated by reference to the ASTM F2057-
23 with no modification.

Meet
See result table

PASS

I
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Sharp point and sharp edge (16 CFR 1500.48 & 49 (Mod))

WAYF-HL-03042-GBL 
Shall have no sharp points / edges, other than those required 
for function. 
Modification: Expanded scope to other products. 

Meet PASS

I
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ADDITIONAL TEST RESULTS FOR  WOODEN SHELF 

Evaluation Citation / 
Method

Criteria Result Rating

Clothing 
storage unit 
safety 
standard

16 CFR 1261 
/ ASTM 

F2057-23

Applicable to all free-standing clothing storage 
units, including but not limited to chests, chests of 
drawers, drawer chests, armoires, chifferobes, 
bureaus, door chests, and dressers, which are 27 
in. (686 mm) or greater in height, 30 lb (13.6 kg) 
or greater in mass, and contain 3.2 ft3 (90.6 dm3) 
or greater of enclosed storage volume.

Shall comply with ALL sections of ASTM F2057-
23.

M PASS

Clothing 
storage unit 
safety 
standard

ASTM 
F2057-23 
Section 4, 
Section 9

Shall comply with all performance requirements of 
ASTM F2057-23 when tested to section 4 and 9 
with the unit set up in accordance with 8.1 of 
ASTM F2057-23.

M PASS

Clothing 
storage unit 
safety 
standard

ASTM 
F2057-23 
Section 10

Shall comply with all marking and labelling 
requirements of ASTM F2057-23

M PASS

Clothing 
storage unit 
safety 
standard

ASTM 
F3096-23

Shall comply with all performance, labelling and 
instruction requirements of ASTM F3096-23

M PASS

Clothing 
storage units 
- Anti-tip 
device – 
Presence

16 CFR 1261 
/ ASTM 

F2057-23 
Sec 4.4

An anti-tip device shall be included with each item 
of furniture covered under the scope of this safety 
specification for attachment by the consumer.

M PASS

Clothing 
storage units 
- Tipover 
restraints - 
Test method

16 CFR 1261 
/ ASTM 

F2057-23 
Sec. 4.5 / 

ASTM 
F3096-23 
Section 4

The tip over restraint shall withstand a force of 60 
lb when tested to section 4 of ASTM F3096

M PASS

Clothing 
storage units 
- Tipover 
restraints -
Installation 
instructions

16 CFR 1261 
/ ASTM 

F2057-23 
Sec. 4.5 / 

ASTM 
F3096-23 

Section 5.1

Installation instructions shall include at a minimum 
the following:
• Illustration showing installation method.
• Detailed written instructions with step-by-

step instructions on how to properly attach 
the tipover restraint.

• Parts list including illustrations.

M PASS

Clothing 
storage units 
- Tipover 
restraints - 
installation 
instructions

16 CFR 1261 
/ ASTM 

F2057-23 
Sec. 4.5 / 

ASTM 
F3096-23 

Section 5.2

Clear and complete installation instructions for the 
tipover restraint shall be included.

M PASS

Clothing 
storage units 
- Tipover 
restraints - 
Labelling 
Requirements

16 CFR 1261 
/ ASTM 

F2057-23 
Sec. 4.5 / 

ASTM 
F3096-23 
Section 6

The following information shall be provided with 
each tipover restraint:
• Manufacturer’s name and address.
• Date of manufacture (capable of identifying 

at a minimum the month and year of 
manufacture).

M PASS

Clothing 
storage units 

16 CFR 1261 
/ ASTM 

Interlocks shall not require additional consumer 
action to engage during normal operation of the 

NA /
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ADDITIONAL TEST RESULTS FOR  WOODEN SHELF 

- Interlock 
Requirement

F2057-23 
Sec 4.6 & 9.1

extendible element
Interlocks shall not require consumer assembly 
and/or installation if the unit is shipped 
assembled, except as allowed in 4.6.1.1.
Consumer assembly and/or installation of 
interlock components as part of the normal 
consumer assembly process is allowed for items 
shipped/sold unassembled.
When tested to 9.1, the extendible element shall 
be considered interlocked to the open extendible 
element if either:
(1) it remains closed during the test and is 
functional after tested extendible element is 
closed; or
(2) its opening acts to close the extendible 
element originally open.

Clothing 
storage units 
- Stability 
Test - 
Simulated 
Clothing 
Load

16 CFR 1261 
/ ASTM 

F2057-23 
Sec 

9.2.1/ASTM 
F2057-23 

Sec 
4.1,4.2,4.3

If 50% or more of the storage volume is extended, 
determine the weight for loading the extendable 
elements and/or space behind the doors based 
on the volume calculated in Section 5.4. Load per 
Section 8.3. 3.. If less than 50% of the storage 
volume is extended, the unit shall remain empty.
Open all doors and extend all available extendible 
elements in accordance with Section 8.1.3. 
Elements shall remain open for 30 s.
The unit shall not tip over during the test

M PASS

Clothing 
storage units 
- Stability test 
- Simulated 
Horizontal 
Dynamic 
Force

16 CFR 1261 
/ ASTM 

F2057-23 
Sec 

9.2.2/Sec 
4.1,4.2,4.3

Open all doors and all available extendable 
elements
Apply 10 lbf (44 N) horizontal force, parallel to the 
direction of outward motion at the highest hand 
hold height, not to exceed 56 in on the extended 
element most likely to cause tip over 
This can be on an extendable element or door 
handle, whichever is highest, but not exceeding 
56 in
The unit shall not tip over during the test

M PASS

Clothing 
storage units 
- Stability test 
- Simulating a 
Reaction on 
Carpet with 
Child Weight:

16 CFR 1261 
/ 16 CFR 

1261 / ASTM 
F2057-23 

Sec 
9.2.3/Sec 
4.1,4.2,4.3

Place the Test block(s) under the unit’s most rear 
floor support(s), such as a leg, foot or upright
Open all doors and all available extendable 
elements
Gradually, over period of 5 seconds, apply the 
test apparatus with 60lb over the top of the door 
or extendable element most likely to cause 
tipover. Allow to rest without support for 30 
seconds
The unit shall not tip over during the test
NOTE: Conduct multiple tests if it is not clear 
which element is most likely to cause tip over

M PASS

Clothing 
storage units 
- 
Permanency 
of Labels and 
Warnings - 
Paper

16 CFR 1261 
/ ASTM 

F2057-23 
Sec 9.3.1

A paper label shall be considered permanent if, 
during an attempt to remove it without the aid of 
tools or solvents, it cannot be removed, it tears 
into pieces upon removal, or such action 
damages the surface to which it is attached.

M PASS

Clothing 
storage units 
- 
Permanency 
of Labels and 
Warnings – 

16 CFR 1261 
/ ASTM 

F2057-23 
Sec 9.3.2

A non-paper label shall be considered permanent 
if, during an attempt to remove it without the aid of 
tools or solvents, it cannot be removed or such 
action damages the surface to which it is 
attached.

NA /
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Non-Paper

Clothing 
storage units 
- 
Permanency 
of Labels and 
Warnings – 
Applied 
Directly

16 CFR 1261 
/ ASTM 

F2057-23 
Sec 9.3.3

The warning statements shall be considered 
permanent if the printing in the area tested per 
Method B – Cross-Cut Tape Test of Test 
Methods D3359 eliminating parallel cuts. is still 
legible and attached after being subjected to this 
test.

NA /

Clothing 
storage units 
- Warnings 
on Product:

16 CFR 1261 
/ ASTM 

F2057-23 
Sec 10.1

Each clothing storage unit shall be permanently 
marked in at least one place with the warnings 
from this section.
The warnings shall be in a conspicuous location 
when in use. The warnings shall be applied on 
one surface, not wrapped or

folded around or over corners.

M PASS

Clothing 
storage units 
- Warnings 
Format and 
Content:

16 CFR 1261 
/ ASTM 

F2057-23 
Sec 10.2

The warnings shall be formatted in a manner 
consistent with ANSI Z535.4. see below photo as 
an example.
The contents of the warnings shall not be 
modified except as specifically indicated above 
and/or to include languages other than English.
The warnings shall be permanent when tested in 
accordance with 9.3.1, 9.3.2, or 9.3.3 as 
appropriate.

M PASS

Enclosed storage volume specification

Evaluation Data

Overall Height 36-1/4in

Overall weight 86lbs

Total Enclosed Storage Volume 4.36ft3
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ADDITIONAL TEST RESULTS FOR  WOODEN SHELF 

Enclosed Storage 
Component 

Dimensions (in) Volume (in3) Volume (ft3) Total Volume 
(ft3)

Drawer x 2 12-3/8in W x 11-1/4in 
D x 4-3/4in H

643.89 x 2 0.37 x 2

Drawer x 1 27in W x 11-1/4in D x 
6-3/4in H

2012.34 x 1 1.16 x 1

Drawer x 2 27in W x 11-1/4in D x 
7-1/8in H

2126.25 x 2 1.23 x 2

4.36

Heavy Metals Content in Packaging or Packaging Materials - United States Toxics in 
Packaging Clearinghouse (TPCH)

Test Method :

1. For total Lead/Cadmium/Mercury:  Wet decomposition / acid digestion 
method, and determined by Inductively 
Coupled Argon Plasma Spectrophotometer. 
2. For Chromium VI

a.)For leather material: The sample was extracted with the alkaline 
solution, and collect the extract for colour development then determined by 
the UV-VIS. Refers to ISO 17075: 2007.

b.)For plastic /glass/other materials: The sample was extracted with 
the alkaline solution, and collect the extract for colour development then 
determined by the UV-VIS. 

c.)For metallic material: The sample was extracted with the boiling 
water, and collect the extract for colour development then determined by the 
UV-VIS.

Sample
Identity

Color / Component Location Style

2 Black printed brown paper 
board

Box A

3 Brown paper board Small box A
4 Black printed white paper sticker Paper sticker A
5 Black printed white paper Instruction A
6 Soft brown paper board Thin paper board A
7 Bright brown paper board Corner pad A
8 White foam Foam A
9 Soft white foam Thin foam A

10 Clear adhesive tape Adhesive tape A
11 Red/ transparent plastic Seal bag A
12 Soft transparent plastic Polybag A
13 silvery metal staple A

Result
Parameter Unit

2 3 4 5 6
Limit:

Lead (Pb) mg/kg 6.60 7.66 ND ND 8.13 -
Cadmium (Cd) mg/kg ND ND ND ND ND -
Mercury (Hg) mg/kg ND ND ND ND ND -
Chromium VI (Cr 
VI) mg/kg ND ND ND ND ND -
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Sum of Pb, Cd, Hg 
and Cr VI mg/kg ND ND ND ND ND 100

Conclusion - PASS PASS PASS PASS PASS -

Result
Parameter Unit

7 8 9 10 11
Limit:

Lead (Pb) mg/kg 10.2 ND ND ND ND -
Cadmium (Cd) mg/kg ND ND ND ND ND -
Mercury (Hg) mg/kg ND ND ND ND ND -
Chromium VI (Cr 
VI) mg/kg ND ND ND ND ND -

Sum of Pb, Cd, Hg 
and Cr VI mg/kg ND ND ND ND ND 100

Conclusion - PASS PASS PASS PASS PASS -

Result
Parameter Unit

12 13
Limit:

Lead (Pb) mg/kg ND ND -
Cadmium (Cd) mg/kg ND ND -
Mercury (Hg) mg/kg ND ND -
Chromium VI (Cr VI) mg/kg ND ND -
Sum of Pb, Cd, Hg 
and Cr VI mg/kg ND ND 100

Conclusion - PASS PASS -

Note / Key: ND = Not Detected
mg/kg = milligram per kilogram MDL = Method Detection Limit
Detection Limit(mg/kg): 5
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EXHIBIT 
PHOTO(S)
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ADDITIONAL 
DOCUMENT(S

)
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